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[~ I-F-] Radiography TEST Report for Piping
Report No. 1 Reference Standard:  ASME B 313 |RT Device SIN: 573 Density: 24 Received Dose(sv) Geiger Dosimeter | Radiographer Name | Personnel Code
Report Date 19/04/1405 |RT Instruction No. 304 N33 KV Sensitivity 12 [J Gmsn on e 1234
Radiography Date:  18/04/1405 |RT Technique: Source Power: 17 G |Film Type: WXz NIF-10 Opisv 208 [ S e een
Request No. 588 swsid  bwsl O bwoi Source Siz: 22 [Total Film Length: ocMm Opsv 528 0 S s 1147
Page: 1 Q1 10 - 16 Fe DIN  [Exposure Time: min Spoiled Film:
‘Number of locations: 38 Total request (inch diameter/film sheet): | 35 | Number of radiographic lesions: Total radiographed (inch diameter/film sheel): | (incn) | _ Start time: 2000 | Endtime: | 22:00
" i " P02 O
Row | Joint No. Line No. RTNo. (?r"éf‘) (E‘ri) ';'I'Z"; Segment | Material elerSamp we;dm J'?YI:E‘ TVEDQ Weld Defect é g 5 ; FS Remark
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Number of radiographed welds: Total inch: Total number of film sheets: 0
Legend: P: Prosity CP: Cluster porosity  LOP, IP:Lack Of Penetration, Inadequate Penetration UC:UnderCut SI: Slag Inclusion HB: Hollow Bead EP: Excess Penetration WH: Worm Hole
C: Crack CC: Crater Crack LOF, IF:Lack Of Fusion, Incomplete Fusion BT: Bum Through CL: Cold Lap MA: MisAlignment IC: Intemnal Concavity FM: Film Mark
e —— ub-Contractor (NDT Contractor) S o
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