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VCS-CON-PL-PO-002قرارداد 

Film Type:   MX125- PB-10 

Total Film Length:  24CM

Spoiled Film:5min
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Exposure Time:  
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Number of radiographed welds: Total number of film sheets: 1

HB: Hollow Bead  

0

0

0

0

0

0

0

LOF, IF:Lack Of Fusion, Incomplete Fusion 

Total inch:

Code: J-104-FO-09

EP: Excess Penetration      

BT: Burn Through CL: Cold Lap MA: MisAlignment IC: Internal Concavity

Owner

Rev.Date: 1404.07.29

Sub-Contractor (NDT Contractor)

Operator (Level II) Technical Manager

Issue.Date: 1400.11.02Revision: 04

UC:UnderCut  SI: Slag Inclusion

سید حمید موسوی

WH: Worm Hole

FM: Film Mark

Legend: CP: Cluster porosity LOP, IP:Lack Of Penetration, Inadequate Penetration

CC: Crater Crack   
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